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Overview
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Mössbauer spectroscopy revealed the presence of a spontaneous magnetization perpendicular to the electric
polarization of BiFe0.9Co0.1O3 thin film. The magnetization reversal of the out-of-plane component of
magnetization by electric field was observed by piezo-force and magnetic-force microscope measurements.

Magnetization reversal by electric field
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Clarification or weak ferromagnetism by Mössbauer spectroscopy


